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We report on the use of InAlAs linearly graded buffer layers for improving the performance of
InyGa12yAs (y.0.42)/AlGaAs intersubband transition~ISBT! superlattice structures grown on
GaAs substrates by molecular beam epitaxy. Linearly graded InAlAs buffer layers give better
optical confinement in the active superlattice region, similar intersubband transition linewidths, and
comparable surface morphology compared to linearly graded InGaAs buffer layers. The best surface
morphology for our ISBT superlattices was obtained by growing the linearly graded InAlAs buffer
layer at 360 °C.@S0734-211X~00!05103-9#
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I. INTRODUCTION

Intersubband~ISB! transitions ~ISBT! in superlattices
have been used for mid-IR nonlinear optics and lasers u
wide band gap materials for several years.1–3 While GaAs/
AlGaAs ISB structures have many advantages including e
of growth and lattice matching, they can only allow ISB
energies corresponding to wavelengths as short as 4mm, but
no shorter, due to the small conduction band offset. The m
successful materials system for producing shorter wa
length transitions has been highly strained InGaAs/AlGa
grown on a linearly graded InGaAs buffer layer. The strain
InyGa12yAs/AlGaAs materials system requires the use o
strain-compensating buffer layer to grow thick, high qual
superlattice structures wheny.0.2. Linearly graded buffers
serve this function by acting as an artificial substrate wit
lattice constant equal to the average lattice constant of
multiple quantum well~MQW! region.

Graded InGaAs buffer layers have been shown to be
effective way to grow high indium content InGaAs on GaA
substrates. In particular, Chuiet al. showed that InGaAs
AlAs MQWs with ISBTs at wavelengths as short as 2mm
could be grown using a graded InGaAs buffer.4 More re-
cently, Sunget al. have demonstrated ISBTs at waveleng
around the 1.55mm communications band using the sam
growth techniques.5 However, the use of an InGaAs buffe
layer limits the optical applications due to its refractive ind
properties. In the midinfrared, the index of refraction
InyGa12yAs with y,0.50 is between 3.35 and 3.45, whi
the index of refraction of AlAs is about 3.0. As a result, t
index of the graded InGaAs buffer is often higher than
average index of the InGaAs/AlAs quantum wells. Thus, i
waveguide structure, the optical power is trapped in
buffer rather than in the quantum wells.

For the same indium mole fraction, InAlAs has a simil
lattice constant as that of InGaAs but a lower refractive
dex. This makes it potentially appealing for buffer and cla
ding layer applications. Recently, the use of InAlAs buffe
has been investigated. Bulk InGaAs layers grown on gra
InAlAs buffers have been characterized by Wanget al.6 and

a!Electronic mail: katzer@estd.nrl.navy.mil
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Chyi et al.7 and InGaAs electroabsorption waveguide mod
lators have been grown on step-graded InAlAs buffers
Loi et al.8 These works have shown that good quality I
GaAs layers can be grown on GaAs using a variety of
AlAs buffer structures. We extended these works by grow
ISB MQWs on linearly graded InAlAs buffer layers.

In addition to their useful optical device properties, ISB
in MQWs can also be used as a diagnostic probe of mate
quality. This is a result of the fact that the linewidths
ISBTs are more sensitive to interface quality than are
linewidths of excitons examined by photoluminescence.9 The
device requirements for operation in the midinfrared me
that the structures and buffers must often be thicker t
comparable structures which operate at shorter waveleng
This places constraints on the allowable strain in the str
ture. Finally, the presence of a waveguide structure in
material places constraints on the allowable surface rou
ness. Increased roughness will lead to higher wavegu
losses and poorer device performance. In this article we
vestigate the effect of linearly graded InAlAs buffers on I
BTs in InGaAs/AlGaAs MQWs and compare the results
those obtained from structures grown by molecular be
epitaxy ~MBE! on linearly graded InGaAs buffers.

II. EXPERIMENT

A. MBE system description

The ISB superlattice samples were grown in an ea
model Vacuum Generators V80H MBE system that u
conventional solid sources and also has a radio-freque
~rf! plasma source for the growth of GaN and related co
pounds. This system has eight effusion cell ports and
pumped by a 400 l/s ion pump, a titanium sublimation pum
and a 1500 l/s cryopump mounted on a high-conducta
mitered elbow. The group III effusion cells were installe
with two standard double-sided Conflat spacer flanges
move them back from the shutters by 1.36 in. to improve
flux uniformity10,11 and to reduce shutter-induced flu
transients.12 In addition, the gallium and indium effusion
cells used a ‘‘tilted insert’’ crucible to direct the flux towar
the center of the wafer to improve the uniformity.13 A coni-
1614
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cal crucible effusion cell with a cold lip was used for th
aluminum source. 8-nines~99.999999% pure! gallium, zone-
refined 6-nines aluminum, 7-nines indium, 7-nines-5 arse
6-nines beryllium, and a section of a high-resistivity floa
zone-refined silicon wafer were used as the source mater
The arsenic beam equivalent pressure~BEP! was typically
15 times the total group III BEP during the InGaAs a
InAlAs growths. The GaAs growth rate was typically 0
monolayers/s~ML/s! for these structures.

The substrate heater in the MBE system was a cust
made pyrolytic graphite heating element encased in pyrol
boron nitride. This heating element was obtained for i
proved heater reliability for the growth of III-nitride com
pounds. The indium-free mounted substrate temperature
calibrated by observing the GaAs oxide desorption temp
ture with reflection high-energy electron diffractio
~RHEED! and with optical pyrometry, with some addition
measurements made using infrared transmission spe
scopy.14,15 For temperatures below 400 °C~the lower tem-
perature limit of the pyrometer!, extrapolations to room tem
perature were used. The heater was operated with con
current without thermocouple feedback. Although we exp
that the substrate temperature may have changed durin
initial growth of smaller band gap materials on the Ga
substrate,14,15 especially at low substrate temperatures,
did not intentionally compensate for this effect. ‘‘MB
ready’’ ~001!60.5° semi-insulating GaAs substrates we
used without any additional cleaning steps. After the Ga
surface oxide was desorbed from the surface, a thin laye
GaAs was grown~typically 0.25mm! at 580–600 °C before
the substrate temperature was reduced to the desired gr
temperature for the ISB superlattice structure.

B. MBE growth parameters

The initial stages of MBE layer growth were monitore
with a 10 kV RHEED system. Due to the unavoidable fl
nonuniformity across the sample and the difficulty in obta
ing RHEED oscillations from the geometric center of a sm
test sample, we did not calibrate our growth rates us
RHEED intensity oscillations. We instead relied on BE
measurements made using a nude ion gauge and postgr
measurements of test samples to calibrate our growth ra
For example, a calibration plot of log10 GaAs growth rate
versus log10 Ga BEP is nearly linear over a fairly large rang
~0.2–2.0 monolayers/s! with a correlation coefficientR
.0.998. We were able to obtain good run-to-run reprod
ibility by comparing measured BEP values withex situmea-
surements over approximately a decade of pressure ra
This calibration curve does shift over time as the source
terial is depleted from the crucible.

Growth rates were calculated by comparing optical ch
acteristics measured at room temperature in a Fourier tr
form infrared spectrometer~FTIR! to those modeled by a
standard transfer matrix model which takes any strain in
layers into account.9 The GaAs/AlGaAs calibration sample
for these structures were typically two 6–8 period Bra
mirror structures. The InGaAs growth rates and compo
JVST B - Microelectronics and Nanometer Structures
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tions were also extracted with this technique by growing a
measuring test modulator structures. This method allows
to quickly measure our growth rates for several materials
single sample. InAlAs growth rates were calculated from
known InAs and AlAs growth rates. The excellent agreem
between the measured FTIR spectrum and the modeled s
trum, discussed below, gives us confidence in our techniq

For our work on linear graded buffer layers, we used
grading rate of 16% permm. Early attempts at the use o
InyGa12yAs graded buffers used a final InAs mole fractio
y, equal to the average indium content of the wells. La
efforts showed that better results could be obtained by us
a y value larger than the average indium content.16 Several
theoretical and experimental works have since shown
linearly graded buffers, even those that are many tim
thicker than the critical thickness,12 have residual strain in
the topmost layer.17 As a result, the lattice constant of the to
layer of the buffer is not equal to the unstrained value. T
amount of residual strain depends upon the material
grading rate. We used measurements of residual strain
Wang et al.6 to determine oury values. The buffers were
grown at a substrate temperatures of 360, 400, or 480
The MQWs were grown at 400 °C. Our InyAl12yAs graded
buffer layers usedy values equal to the average indium co
tent of the MQWs.

After growth, the samples were removed from the MB
system and cleaved into 5 mm35 mm pieces. No further
processing was performed.

C. Measurements

We measured the ISBTs of the samples in a FTIR at ro
temperature. The background FTIR scan was taken witho
sample mounted in place. We were able to eliminate eta
ing in the spectrum through careful orientation of the sam
at Brewster’s angle and by using a linear polarizer to illum
nate the sample withp-polarized light. The high doping o
the samples and the large number of periods in the supe
tices ensured that the ISBT was strong and easily separ
from the baseline signal. Atomic force microscopy~AFM!
measurements were made in air using a Digital Instrume
Dimension 3100 Nanoscope. The root-mean-square~rms!
surface roughness of a 25mm325 mm area was calculated
and is shown in Table I.

III. RESULTS

Although nearly three dozen ISB samples have be
grown during the course of this work, we will only discuss
subset of these samples in this article in terms of their s
face morphology and ISBT characteristics. The structures
described briefly in Table I, and AFM measurements of
rms surface roughness are listed along with their opt
properties.

We will discuss five structures grown on linearly grad
InAlAs buffers and one structure grown on linearly grad
InGaAs buffers. ISBT and AFM surface roughness measu
ments were taken on all six of these samples. Note tha
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TABLE I. InGaAs/AlGaAs intersubband multiple quantum well structures studied and their surface roughn
measured by atomic force microscopy. Also included in the table are the intersubband transition~ISBT!
energies, integrated absorption strength~IAS!, and the FWHM linewidth of the ISBT in meV.

Sample Structure

Surface
roughness

~nm!

ISBT
energy
~meV!

IAS
~abs
meV!

FWHM
linewidth

~meV!

1447 100 Å 20% InGaAs 11.38 ¯ ¯ ¯

1503~10 ML 50% InGaAs/5 ML 45% AlGaAs/6 ML 50%
InGaAs/9 ML AlAs/Si delta-doped 231012 cm22/9 ML
AlAs!
Drop substrate temperature to 400 °C
1.62mm, 0%–26% graded InAlAs buffer at 16%/mm
~001! SI GaAs substrate, 480 °C

1539 100 Å 16% InGaAs 7.54 248 2.67 31
1503~14 ML AlAs/Si delta-doped 7.531011 cm22/14 ML
AlAs/21 ML 45% InGaAs!
1.31mm, 0%–21% graded InGaAs buffer at 16%/mm
~001! SI GaAs substrate, 400 °C

1540 100 Å 16% InGaAs 5.99 246 2.35 30
1503~14 ML AlAs/Si delta-doped 7.531011 cm22/14 ML
AlAs/21 ML 45% InGaAs!
Drop substrate temperature to 400 °C
1.31mm, 0%–21% graded InAlAs buffer at 16%/mm
~001! SI GaAs substrate, 480 °C

1541 100 Å 16% InGaAs 5.46 245 2.54 30
1503~14 ML AlAs/Si delta-doped 7.531011 cm22/14 ML
AlAs/21 ML 45% InGaAs!
1.31mm, 0%–21% graded InAlAs buffer at 16%/mm
~001! SI GaAs substrate, 400 °C

1542 100 Å 16% InGaAs 3.96 247 2.25 29
1503~14 ML AlAs/Si delta-doped 7.531011 cm22/14 ML
AlAs/21 ML 45% InGaAs!
Raise substrate temperature to 400 °C
1.31mm, 0%–21% graded InAlAs buffer at 16%/mm
~001! SI GaAs substrate, 360 °C

1543 100 Å 17% InGaAs 2.30 ¯ ¯ ¯

403~5 ML 45% InGaAs/13.5 ML 40% AlGaAs/Si delta-
doped 231012 cm22/13.5 ML 40% AlGaAs/11 ML 45%
InGaAs/25 ML AlAs!
1.06mm, 0%–17% graded InAlAs at 16%/mm
~001! SI GaAs substrate, 400 °C
s
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doped electrical contact layers are used in these sample
cause our optical applications for these ISBT structures
not require electrical contact.

A. Square well structures

Sample No. 1539 had an InyGa12yAs buffer that was lin-
early graded fromy50 to 0.20 at a grading rate of 16%/mm
and was grown at 400 °C. The MQWs, also grown at 400
consisted of 150 periods of the following: an undoped
nm In0.42Ga0.58As well followed by an 8.1 nm AlAs barrier
delta doped with Si in the center to a sheet density of
31012cm2. Samples Nos. 1540–1542 were the same MQ
structure as sample No. 1539, but the buffer layers w
linearly graded InAlAs and were grown at different tempe
tures to allow a comparison of the surface morphology a
ISBTs as a function of the substrate temperature du
growth of the linearly graded buffer layer.

These samples were designed to have an ISBT energ
258 meV. The measured ISBT energies are within 5% of
value. The predicted integrated absorption strength~IAS! is
l. B, Vol. 18, No. 3, May ÕJun 2000
be-
o

,
1

5

re
-
d
g

of
is

3.12 abs meV. The measured ISB IAS fractions are ab
25% lower than this value and they vary by about 10% in
linearly graded InAlAs buffer layer samples.

Figure 1 shows the absorption spectrum of sample
1541 measured in the FTIR. The ISBT in sample No. 15
occurs at 245 meV~4.97 mm! and has a full width at half
maximum ~FWHM! of 31 meV. The line shape shows a
asymmetry typical of broadening due to nonparabolicity
the subbands. The relative linewidth of 13% is typical
what we have found for ISBTs in square InGaAs/AlA
MQWs. In particular, samples Nos. 1539–1542 all have
sentially the same ISBT linewidth. Based on our previo
work, we expect that a large fraction of the linewidth is d
to inhomogeneous broadening, primarily well-wid
fluctuations.9

All of the samples were specular to the naked eye
exhibited varying degrees of cross-hatching under a Nom
ski interference microscope. The AFM surface roughn
measurements correlated with the Nomarski observatio
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There may be several reasons for the differences in morp
ogy between the samples. Sample No. 1543, which has
lowest roughness, is considerably thinner than the o
samples. If our estimate of residual strain in the buffer w
incorrect in the design of the structure, or if there were err
in the growth, thicker samples would be more likely to pa
tially relax than thinner samples. As shown in Table I,
comparison of samples Nos. 1540–1542 reveals that
growth temperature of the buffer also plays a role.18 In par-
ticular, we see that the surface roughness decreases
about 6 to about 4 nm as we decrease the growth temper
of the linearly graded InAlAs buffer layer from 480 t
360 °C. Thus the optimum growth temperature seems to
360 °C for these structures, though in fact it may be lower
we have not yet seen an increase in roughness for line
graded InAlAs buffer layers grown at lower temperatures

We have seen little evidence that the low growth tempe
tures used for the buffer layers~480 to 360 °C! has affected
the sheet carrier concentration in the MQW, as seen by
small variation in IAS shown in Table I. In general, we ha
found that doping in the barriers leads to higher sheet c
centrations than doping in the wells. We believe this is
cause the energy of the carriers in then51 state of the well
is much lower than the conduction band of the barriers. T
effect also tends to make these samples less susceptib
traps in the barriers. Additional optimization studies will b
necessary to improve the surface morphology further.

B. Coupled well structures

Most devices that use ISBTs require more complica
structures than square wells of the type used in samples
1539–1542. To examine the effects of InAlAs buffers
such structures, we grew MQWs with a pair of InGaAs we
coupled through an intermediate AlGaAs barrier~samples
Nos. 1447 and 1543!. We have used similar structures in th

FIG. 1. Intersubband absorption spectrum measured on InGaAs/AlG
multiple quantum well sample No. 1541 grown on a linearly graded InA
buffer layer.
JVST B - Microelectronics and Nanometer Structures
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past to engineer ISBT materials with high values ofn2 ~the
nonlinear index of refraction!.19 In this study, sample No
1543 was designed for nonlinear optical switching appli
tions. It uses a coupled-well structure similar to that d
scribed in Ref. 19. In that case, the sample was grown o
linearly graded InGaAs buffer layer which could not act a
waveguide. Sample No. 1543 instead incorporates a line
graded InAlAs single-mode optical waveguide layer d
signed for 1.55mm light. Its absorption spectra is similar t
that described in Ref. 19. The absorption spectra consist
a main peak at 3.55mm corresponding to the levels 1–
intersubband transition. Weaker peaks corresponding to
levels 1–3 and levels 2–3 ISBTs are found at 4.4 and 7
mm, respectively.

C. Waveguide structure

Sample No. 1447 is a coupled-well MQW structu
which, like No. 1543, is also designed to act as a slab wa
guide for midinfrared light. In Fig. 2 we show the lowes
order TE mode profile calculated for a MQW/wavegui
structure using a transfer matrix method.20 The calculation
was based on the structure of sample No. 1447, with the o
difference being the composition of the buffer. The calcu
tion was made for a radiation wavelength of 3.74mm, which
is close to an ISBT resonance. In the calculation, we
sumed that the index of refraction of the MQW was equa
the average index of the layers. The linear grade of the in
in the buffer was explicitly included.

Because the InGaAs buffer has a higher average inde
refraction than either the MQW or the substrate regions,
guided mode is clearly peaked in the buffer. Conversely
the structure grown on the InAlAs buffer, the mode profile
centered in the MQW region. We find that over 90% of t
optical power is contained within the MQW region for th
InAlAs buffer structure, but less than 2% is contained with
the MQW for the InGaAs buffer case. It is precisely for th
reason that InAlAs buffers are of interest for the develo

s

FIG. 2. Calculated lowest-order TE optical mode profiles for 3.74mm wave-
length radiation for a structure similar to InGaAs/AlGaAs multiple quantu
well sample No. 1447 with an InAlAs buffer~solid line! and an InGaAs
buffer ~dashed line!.
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ment of optical devices based on the InGaAs/AlGaAs ma
rials system.

It is important to note that discrepancies between the
culated and actual refractive indices exist, but they do
affect the conclusions we have drawn from the model.
particular, an effort was made to include the effects of
ISB resonance on the index of refraction via the Krame
Kronig relationship. When included, however, this correcti
had a negligible impact on the mode confinement factors

IV. CONCLUSIONS

We have grown MQWs of InGaAs/AlGaAs on both lin
early graded InGaAs and linearly graded InAlAs buffers
GaAs substrates using MBE. Through careful modeling
the device structure and optimized growth conditions, we
able to obtain excellent agreement~within 5%! between the
predicted and the measured ISBTs. The quality of the I
resonances are similar for both types of buffers. The linea
graded InAlAs buffer, however, allows the fabrication
waveguide devices with much better mode confinement
to its lower index of refraction. While the ISBTs were n
strongly affected by the buffer layer growth temperatu
there were differences in the surface morphology of
samples. We find that with our growth conditions, for a 45
InGaAs/AlAs superlattice ISB structure, the best results
obtained by growing the linearly graded 21% InAlAs buff
layer at 360 °C. In addition to their useful optical propertie
these ISB structures can be used as a MBE diagnostic
since the ISBT wavelength is more sensitive to interfa
quality than is the superlattice PL linewidth.
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